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LIMESTONE FRAGMENTS.
LIMESTONE
INTERCALATION OF BROWN
SHALE AND LST
BROWN SHALE
‘. MINERAL EXPLORATION AND CONSULTANCY LIMITED
S.N.|Sample No.| Ca0% [MgO% |Si0,% |ALO;% | Fe,0;% | Ti0,%|Na,0% K,0%| MnO% P,05%|S0;% LOI% | @& (Fermerly Minewal Explowtion Corporaion Limited)
GRAPHICAL LITHOLOG
1 |MIBH-01/1| 39.29 5.01 13.23 3.51 1.39 0.21 0.33 0.62 0.05 0.03 | 0.57 | 35.30 BANDHA (3.54 Sq. Km.) AND JAMUNIYA (3.68 Sq. Km.) LIMESTONE BLOCKS,
TOTAL AREA OF 7.22 Sq. Km. SATNA DISTRICT, MADHYA PRADESH
2 |MIBH-02/1| 51.81 1.10 3.05 0.83 0.52 0.05 0.10 0.13 0.06 0.01 0.35 | 41.90 NOT TO SCALE
PROCESSED AT | Prepared by: Dileep Pandey, Assistant Manager (Geology)
3 |MIBH-03/1| 46.59 3.19 7.97 1.88 0.79 0.12 0.23 0.34 0.06 0.02 | 040 | 38.25 NEM GR CELL | Checked by: Santosh Kumar Satapathy, Sr. Manager (Geology)
MECL, NAGPUR | Approved by: Shrikant Sharma, HoD (Exploration)
4 |MJBH-04/1| 48.89 2.29 5.83 1.57 0.75 0.11 0.18 0.29 0.05 0.02 | 040 | 39.35 PLATE V




