
ANNEXURE-IX-B/1

1 ABL/BR/44 ABL/ECH/01 182.5 46.0 193.0 439.0
2 ABL/BR/52 ABL/ECH/02 15.0 95.0 85.0 329.0
3 ABL/BR/61 ABL/ECH/03 52.5 68.0 32.0 40.0
4 ABL/BR/50 ABL/ECH/04 617.5 79.0 155.0 466.0
5 ABL/BR/36 ABL/ECH/05 57.5 90.0 83.0 283.0
6 ABL/BR/65 ABL/ECH/06 237.5 56.0 115.0 742.0
7 ABL/BR/83 ABL/ECH/07 279.0 999.0 108.0 371.0
8 ABL/BR/14 ABL/ECH/08 27.0 61.0 93.0 416.0
9 ABL/BR/60 ABL/ECH/09 49.5 16.0 28.0 151.0
10 ABL/BR/62 ABL/ECH/10 157.5 124.0 107.0 405.0
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External Check Analysis of Cu-Pb-Zn-Ag by AAS method carried 
out in Amritpur Block (G-4), Dist: Nainital, Uttarakhand
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