
ANNEXURE-IIIE/1

Primary 

Sample No.

From 

(m)

To 

(m)

Thick 

(m)

Rec. Thick

(m)

Au 

(ppm)

MBSP-1/3 15.00 16.00 1.00 0.50 BDL

MBSP-1/4 16.00 17.00 1.00 0.45 0.028

MBSP-1/7 19.00 19.75 0.75 0.40 0.908

MBSP-1/8 19.75 20.50 0.75 0.40 0.050

MBSP-1/9 20.50 21.25 0.75 0.45 0.046

MBSP-1/10 21.25 22.00 0.75 0.45 BDL

MBSP-1/11 22.00 22.60 0.60 0.55 0.067

MBSP-1/12 22.60 23.20 0.60 0.55 0.029

MBSP-1/14 23.70 24.20 0.50 0.50 BDL

MBSP-1/24 64.50 65.00 0.50 0.50 0.185

MBSP-2/2 15.00 15.50 0.50 0.50 0.037

MBSP-2/3 15.50 16.00 0.50 0.50 0.037

MBSP-2/4 16.00 16.50 0.50 0.50 BDL

MBSP-3/3 44.10 44.65 0.55 0.55 BDL

MBSP-3/4 44.65 45.20 0.55 0.55 BDL

MBSP-3/5 45.20 45.60 0.40 0.40 3.133

MBSP-3/6 45.60 46.00 0.40 0.40 0.821

MBSP-3/7 59.95 60.55 0.60 0.60 0.512

MBSP-3/8 60.55 61.15 0.60 0.60 0.096

MBSP-3/9 61.15 61.75 0.60 0.60 0.079

MBSP-3/10 61.75 62.35 0.60 0.60 0.021

MBSP-4/2 14.00 14.50 0.50 0.50 BDL

MBSP-4/3 14.50 15.00 0.50 0.50 0.011

MBSP-6/4 38.00 38.45 0.45 0.45 0.706

MBSP-6/5 38.45 38.90 0.45 0.45 0.650

MBSP-6/6 38.90 39.30 0.40 0.40 BDL

Statement showing Primary Sample Analysis (for Gold) of borehole core 

samples collected at Salaiya Phatak Block (G-3) for Copper, Lead, Zinc and 

associated metals, Dist.- Katni, Madhya Pradesh


