
ANNEXURE-IVB/1

Primary Sample No. Au (ppm)
External 

Check Sample No.

Au 

(ppm)

MBSP-1/7 0.908 SPEG-1 0.19

MBSP-2/3 0.037 SPEG-2 0.02

MBSP-3/5 3.133 SPEG-3 2.51

MBSP-4/3 0.011 SPEG-4 0.03

MBSP-6/4 0.706 SPEG-5 0.85

Statement showing comparison between Primary and External Check 

Sample Analysis (for Gold) of Salaiya Phatak Block (G-3) 

for Copper, Lead, Zinc and associated metals, 

Dist.- Katni, Madhya Pradesh


