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Borehole 
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MBD-01 10.30 11.00 0.70 21.22 5.72 49.32 3.61 17.67 51.31 729.56 65.19

MBD-01 12.00 15.00 3.00 27.93 12.70 36.37 5.94 15.65 61.13 1032.01 62.50

MBD-02 7.50 8.50 1.00 9.09 3.88 13.24 11.42 27.01 93.54 1550.98 96.80

MBD-03 4.00 7.00 3.00 26.65 4.67 42.67 6.06 18.06 54.46 1117.73 71.44

MBD 04 0.00 3.15 3.15 29.38 9.61 28.39 4.13 24.01 72.06 1285.64 53.68

10.85 25.83 8.32 34.50 5.80 19.92 64.81 1157.66 65.75

DETAILS OF VANADIUM ZONES FROM EXPLORATORY BOREHOLES DRILLED 

BY MECL IN DHRANG BLOCK, DISTRICT - KACHCHH, GUJARAT 

Zones demarcation based on V  ≥ 500ppm 

Cumulative


