Issued to:
The Director,

Critical Mineral trackers,
# Con course No 406,7-1-58/cc/406,

opp Lal Bungalow,Green lands Hyderabad-500016, INDIA.

Sample Particulars: Bauxite Samples.
Block Name :Reldi Moti
Sample Qty : 500gx 2 N

Test Parameters: THA+ MHA, Reactive SiO2

TEST RESULTS OF BAUXITE SAMPLES

Customer Ref Letter; CMT/Lucid/01/2025 Dated: 30.04.2025

/ LUCID

Testing to the Core

Report No : LL/25-26/001202 (2)

Report Issue Date :29.05.2025
Date of Receipt of Sample :02.05.2025
Date of Starting of Analysis : 03.05.2025

Date of Completing of Analysis :29.05.2025
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SL.No Lab. No. Samp[e No THA MHA Reactive SiO2
% % % )
1 LL/25-26/001202/07 P7/RB/2025 19.56 4.24 32.44
2 LL/25-26/001202/60 T3/RB/2025/D 25.74 6.29 32.79

Test Method: SOP -OM-03( Reactive Si02) & THAMHA by TGA
Note :The above results are expressed as on dry basis.
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Dr.R.Krishna Moorthy
AUTHORISED SIGNATORY

Lucid Luborulori_e_s Pvt. Lid.

Plat No, 3, IDA, Balanagar, Hyderabad - 500 037, Telangana, INDIA, Ph : .040-69042222/10 Lines
E-mail: info@Iucidlabsindia.com, website : www.lucidlobsindia.com CIN Ne. : U24239TG2004PTC042390



