Report of Bulk Density of rock samples.
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- Test Report
Description of Sample Rock
SRF No. 040, dated 13.03.2026 — =
Discipline: - Mechanical Group: Soil & Rock
Agreement No. NA Packing When received Plastic Bag
Ref. No. ENGC/W0/01/2026, dated 12.03.2026 Sample Submitted by Agency
Quantity when received 05 Nos.
M/s. Engeotech Consultant, ]
Name of Agency 1338, Vijay Nagar, Temperature: - 27°C Humidity: 63%
Jabalpur (M.P))
Date of Sample Received 13.03.2026
Testing of rock samples for density for | n_+o o Tact Start 13.03.2026
Reconnaissance Survey (G-4 Stage) for —— b0
Project name & Limestone in and around Nanhwara | Date of test Completion 3 14.03.2026
Location Kymore area in Katni District of Madhya
Pradesh. Date of Report Issue 14.03.2026
Area- 22.52 Sq. km.
TEST RESULTS ARE REPORTED AS BELOW
T
s. No. sample ID s NSOy Test result Test method
=1 paramete ement
1 N/L/BD/S-1 2550
2 N/L/BD/S-2 2450
Dry TR 15:13030: 1991,
N/L/BD/S- # k i &
3 ki Density g/m 2500 RA-2016
4 N/L/BD/S-4 2650
5 N/L/BD/S-5 2650
***#33End of the Report****+
Rdviewed by

Name : Neelesh Patel
Designation : TM

Remark:-

Laboratory is not responsible for the information supplied by the customer.

Test results Only valid for sample tested.

This report is not valid for judicial purpose.

This report cannot be reproduced except in full without written approval from the laboratory
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