
ANNEXURE VI-A/1

BH No.
From
(m) 

To
(m)

Extrapolated 
Thickness

(m)

True 
Thickness

(m)

Ag
 in PPB

MJGL-01 64.50 67.00 2.50 2.07 1811
MJGL-02 86.50 90.00 3.50 3.25 3090

Details of Silver Lodes at 1000ppb  Ag Cut-off grade intersected in 
boreholes drilled by MECL in Jamtola-Khandapar Block,

 District- Balaghat, Madhya Pradesh


