
ANNEXURE VII-B/1

Moist.% Ash% V.M. % F.C.* )% Moist.% Ash% V.M. % F.C.* )% Moist.% Ash% V.M. % F.C.* )%
1 MJK/GE/03 0.3 91.0 8.5 0.2 MJGR/03/09 0.2 77.8 22.0 0.0 -0.07 -13.20 13.47 -0.20
2 MJK/GE/04 0.1 80.8 18.9 0.2 MJGR/03/10 0.2 77.1 22.2 0.5 0.06 -3.70 3.30 0.34
3 MJK/GE/05 0.2 71.5 28.2 0.1 MJGR/03/11 0.4 76.6 22.2 0.8 0.22 5.10 -6.00 0.68
4 MJK/GE/06 0.3 89.2 10.4 0.1 MJGR/04/18 0.4 91.4 6.6 1.6 0.13 2.20 -3.80 1.47
5 MJK/GE/07 0.2 77.0 21.4 1.4 MJGR/04/19 0.4 91.6 6.2 1.9 0.17 14.60 -15.20 0.53
6 MJK/GE/08 0.3 88.9 10.7 0.1 MJGR/04/20 0.4 91.5 5.5 2.6 0.14 2.60 -5.20 2.46

Details of primary sample analysis Vs external check sample analysis for Graphite pertaining to borehole samples in 
Jamtola-Khandapar Block,  District- Balaghat, Madhya Pradesh
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