
ANNEXURE IX/1

From To V2O3 SiO2 Fe2O3 Al2O3 TiO2 CaO MgO MnO Na2O K2O P2O5 LOI Cr Zn Ga Ni Pb Ba Cu As

1 MJMO-05 MJGL-02 83.00 84.00 0.01 38.16 4.71 15.32 0.54 20.52 0.67 0.07 0.76 4.23 0.06 14.36 57 70 21 38 23 3108 27 <1
2 MJMO-06 MJGL-03 48.00 49.00 0.01 25.38 2.73 11.10 0.39 33.50 0.46 0.08 0.46 3.18 0.08 21.91 12 72 13 32 27 4594 105 <1
3 MJMO-07 MJGL-04 42.00 43.00 0.01 60.11 4.14 22.22 0.66 1.31 0.42 0.01 1.07 7.06 0.02 2.60 88 39 25 38 18 1567 44 1
4 MJMO-08 MJGL-04 65.00 65.50 0.03 43.08 12.28 14.52 1.15 11.46 4.08 0.13 2.04 1.29 0.11 9.20 74 162 22 59 5 2508 136 3
5 MJMO-09 MJGR-04 16.00 17.00 0.01 48.28 5.14 21.76 0.71 8.84 0.57 0.04 0.73 6.36 0.04 7.08 63 53 30 37 7 2051 27 <1
6 MJMO-10 MJGR-04 35.72 36.22 0.03 37.11 14.12 11.29 1.28 17.57 4.21 0.17 1.84 0.91 0.20 10.86 128 141 23 86 8 981 68 1

Details of Major Oxides and Trace elements Analysis for boreholes drilled in Jamtola-Khandapar Block, District- Balaghat, Madhya Pradesh
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