
ANNEXURE I-C/1

Sl.No.Sample CodeNorthings Eastings V2O3% SiO2% Fe2O3% Al2O3% TiO2% CaO% MgO% MnO% Na2O% K2O% P2O5% LOI% Cr% Ti% Ga% Ni% Pb% Mn% V% As%
1 MJMO-01 448904 2427640 0.02 42.88 40.08 8.06 1.08 0.04 0.06 0.25 0.04 0.06 0.03 5.99 0.02 0.65 <0.01 0.03 <0.01 0.19 0.01 0.01
2 MJMO-02 448778 2427354 <0.01 85.81 10.69 1.10 0.03 0.04 0.08 0.05 0.08 0.23 0.03 1.23 0.04 0.02 <0.01 <0.01 <0.01 0.04 <0.01 <0.01
3 MJMO-03 454855 2430133 0.03 65.84 3.76 14.89 0.66 0.05 1.41 0.02 0.09 6.00 0.03 6.36 0.02 0.39 <0.01 <0.01 <0.01 0.02 0.02 <0.01
4 MJMO-04 455261 2431014 0.03 62.51 2.46 15.63 0.61 0.05 1.41 0.02 0.10 10.36 0.05 5.86 0.02 0.37 <0.01 <0.01 <0.01 0.01 0.02 <0.01

Details of Whole Rock Analysis in Jamtola-Khandapar Block, District: Balaghat, Madhya Pradesh


