
ANNEXURE II-B/1

Moist.% Ash% V.M. % F.C.* )% Moist.% Ash% V.M. % F.C.* )% Moist.% Ash% V.M. % F.C.* )%
1 MJK/GE/01 0.56 95.40 3.94 0.10 MJK/G/06 0.32 95.47 4.16 0.06 -0.24 0.07 0.22 -0.04
2 MJK/GE/02 0.24 92.90 3.68 3.18 MJK/G/13 0.06 92.83 3.73 3.38 -0.18 -0.07 0.05 0.20

Details of Primary Sample Analysis Vs External Check sample Analysis for Graphite pertaining to surface samples in Jamtola-Khandapar Block, 
District- Balaghat, Madhya Pradesh
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