
ANNEXURE I/1

S.No Sample No. Easting Northing Rock type Au(ppm) Remarks
1 MKK/BR/01 556877 1564696 Quartz vein < 0.01 Bedrock sample
2 MKK/BR/02 556790 1564676 Quartz vein < 0.01 Bedrock sample
3 MKK/BR/03 556701 1564513 Quartz vein < 0.01 Bedrock sample
4 MKK/BR/04 557811 1562721 Chlorite Schist/Metabasalt < 0.01 Bedrock sample
5 MKK/BR/05 556951 1564256 Quartz vein < 0.01 Bedrock sample
6 MKK/BR/06 556841 1564198 Quartz vein < 0.01 Bedrock sample
7 MKK/BR/07 556806 1564384 Quartz+Chlorite Schist < 0.01 Bedrock sample
8 MKK/BR/08 557986 1563592 Quartzite < 0.01 Bedrock sample
9 MKK/BR/09 557086 1563503 Quartzite < 0.01 Bedrock sample

10 MKK/BR/10 557785 1563377 Quartz vein < 0.01 Bedrock sample
11 MKK/BR/11 557796 1563378 Metabasalt < 0.01 Bedrock sample
12 MKK/BR/12 557598 1563202 Quartz vein < 0.01 Bedrock sample
13 MKK/BR/13 557948 1563321 Metabasalt < 0.01 Bedrock sample
14 MKK/BR/14 558306 1563113 Quartzite < 0.01 Bedrock sample
15 MKK/BR/15 558114 1563155 Quartz vein < 0.01 Bedrock sample
16 MKK/BR/16 557776 1563378 Metabasalt <0.01 Bedrock sample
17 MKK/BR/17 557528 1563089 Quartzite <0.01 Bedrock sample
18 MKK/BR/18 558147 1563191 Metabasalt <0.01 Bedrock sample
19 MKK/BR/19 558126 1563410 metabasalt 0.02 Bedrock sample

20 MKK/BR/20 557219 1563852
Quartz+Chlorite 
Schist/Metabasalt

<0.01 Bedrock sample

21 MKK/BR/21 557892 1563346 Sheared Metabasalt 0.01 Bedrock sample
22 MKK/BR/22 558208 1563355 Metabasalt <0.01 Bedrock sample

23 MKK/BR/23 556665 1564668
Quartz vein with chlorite 
rich rock

4.27 old working dump sample

24 MKK/BR/24 558165 1563154 Quartz Chlorite Schist 0.01 Bedrock sample
25 MKK/BR/25 558130 1563176 Metabasalt <0.01 Bedrock sample
26 MKK/BR/26 556931 1564222 Quartz vein <0.01 Bedrock sample
27 MKK/BW/01 557706 1563503 Metabasalt/chlorite schist? <0.01 Bore well dump sample
28 MKK/CH/01 557853 1563399 Sheared Metabasalt <0.01 Channel sample

29 MKK/CH/02 557854 1563400
Quartz vein with Sheared 
Metabasalt

<0.01 Channel sample

30 MKK/CH/03 557856 1563401 Sheared Metabasalt <0.01 Channel sample
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