
ANNEXURE-XII/1

Sample No. From To Specific Gravity

MNP - borehole number in m in m gm/cc

1 MNP03/S-01 24.40 24.50 2.65

2 MNP01/S-02 13.60 13.70 2.30

3 MNP04/S-03 10.40 10.50 2.10

4 MNP06/S-04 16.30 16.40 1.92

5 MNP32/S-05 15.50 15.60 2.50

6 MNP13/S-06 7.40 7.50 2.71

7 MNP12/S-07 21.30 21.40 2.54

8 MNP23/S-08 24.10 24.20 2.34

9 MNP21/S-09 6.30 6.40 2.67

10 MNP20/S-10 23.30 23.40 2.22

2.40Average Specific Gravity

Specific gravity determination of Phosphorite samples from borehole core samples 
for Nimbli Phosphorite block, Tehsil Fatehgar, Dist jaisalmer, Rajsthan
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