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ANNEXURE-III/1

Statement showing details of Bed Rock Samples collected in Bharatbahal Mangansese and Graphite (G3) Block,
District - Balangir, Odisha

SL Sample No. gl'::;‘l’ef Ej:l')“g N"(r;h)'“g Mn% | Si0,% | P,0s% | Fe,0:% | Mn0O,% Ins(‘:ﬁiﬁe% 10‘/: A;)H ‘224 l:/f
I | LB-cH-03 732578 | 2302110 | 22.14 | 3090 | 056 | 18.94 | 1928 39.16
2> | LB-CH-04 732539 | 2301598 | 25.12 | 1667 | 115 | 2025 | 22.29 2579
3 | LB-CH65 732539 | 2301598 | 11.67 | 57.64 | 030 | 1144 | 12.89 70.15
4 | LB-CH-66 732539 | 2301598 | 12.77 | 56.09 | 081 | 1259 | 12.72 66.61
5 | LB-CH-67 732539 | 2301598 | 21.66 | 4051 | 136 | 1539 | 1556 50.85
6 | LB-CH-68 732539 | 2301598 | 14.00 | 5087 | 045 | 1429 | 1338 63.52
7 | LB-CH-69 732539 | 2301598 | 1570 | 4672 | 042 | 1491 | 14.64 59.44
8 | LB-CH-70 | Bed Rock | 732565 | 2301650 | 1732 | 1193 | 053 | 5256 | 1635 16.25
9 | LB-CH-71 | (Channel)| 732565 | 2301650 | 12.68 | 49.66 | 031 | 1544 | 927 65.56
10 | LBCH-72 732565 | 2301650 | 3332 | 17.00 | 039 | 23.08 | 2436 2325
11| LBCH-73 732577 | 2301868 | 2039 | 33.86 | 039 | 1870 | 18.69 4538
12 | LBCH-74 732577 | 2301868 | 9.66 | 5729 | 086 | 11.03 | 7.83 66.62
13 | LB-CH-75 732596 | 2301982 | 747 | 57.14 | 030 | 1010 | 295 7293 | 1.06 | 8991 | 429 | 4.74
14 | LB-CH-76 732596 | 2301982 | 8.58 | 4436 | 044 | 1255 | 2.65 6654 | 123 | 8569 | 652 | 6.56
15 | LB-CH-90 732897 | 2302643 | 13.90 | 4336 | 089 | 17.60 | 1148 57.08
16 | LB-CH91 732702 | 2302457 | 5.76 | 5456 | 027 | 1877 | 6.19 64.49




