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ANNEXURE-IIIA/1

Statement Showing Primary Sample Analysis (for 9 radicals- Fe%, Mn%, SiO,%, Al,0;% TiO,, P,05%,
S%, Ga,0,, V,0;) of borehole core samples of Majhauli (G-3) Block for Iron and Bauxite,
District- Jabalpur, Madhya Pradesh

Sr. BH.No Primary |[From| To | Thick.| Fe Mn | SiO, | AlL,O; | TiIO, | P,Os | S [ Ga,O5 | V,05
No. 77| SampleNo. | (m) [ (m) (m) % % % % % % % % %
1 MBM-01/1 | 0.00 | 1.00 | 1.00 | 6.47 | 0.03 | 35.50 | 30.98 | 4.36 | 0.08 | 0.02| 0.01 | 0.08
2 MBM-01/2 | 1.00 | 2.00 | 1.00 | 3.28 | 0.01 | 40.51 | 3455 | 488 | 0.05 [0.01| 0.01 |<0.01
3 MBM-01/3 | 2.00 | 3.00 1.00 2.77 |1 0.01 ] 40.83 | 35.24 | 5.00 ] 0.05 [0.01| 0.01 |<0.01
4 MBM-01/4 | 3.00 | 4.00 1.00 244 | 0.01 | 4064 | 35.24 | 518 | 0.05 [0.01| 0.01 (<0.01
5 MBM-01/5 | 4.00 | 5.00 1.00 407 | 0.02 | 39.11 | 34.31 | 5.63 | 0.05 |0.01( 0.01 |<0.01
6 MBM-01/6 | 5.00 | 6.00 | 1.00 |11.38] 0.03 | 31.48 | 28.74 | 446 | 0.08 (0.01| 0.01 | 0.17
7 MBM-01/7 | 6.00 | 7.00 1.00 |20.12| 0.02 | 15.31 | 28.12 | 8.25 | 0.30 | 0.01( 0.01 |<0.01
8 MBM-01/8 | 7.00 | 8.00 1.00 5.85 | 0.02 | 33.17 | 3048 | 5.89 | 0.06 [0.00| 0.01 | 0.09
9 MBM-01/9 | 8.00 | 9.00 | 1.00 | 12.14] 0.01 | 30.83 | 28.60 | 450 | 0.09 | 0.00( 0.01 | 0.19
10 MBM-1 MBM-01/10 | 9.00 | 10.00 | 1.00 | 11.16 0.02 | 34.11 | 30.98 | 5.25 | 0.10 [0.01] 0.01 | 0.16
11 MBM-01/11 | 10.00| 11.00| 1.00 |13.76] 0.02 | 3191 | 29.61 | 5.18 | 0.14 [0.01( 0.01 | 0.17
12 MBM-01/12 | 11.00( 12.00 | 1.00 |12.77| 0.01 | 30.69 | 28.65 | 481 | 0.11 [0.01]| 0.01 | 0.16
13 MBM-01/13 | 12.00| 13.00| 1.00 | 10.95| 0.01 | 33.45( 30.73 | 5.19 | 0.07 | 0.00| <0.01 | 0.14
14 MBM-01/14 | 13.00( 14.00 | 1.00 | 10.04| 0.02 | 31.89 | 29.27 | 5.10 | 0.06 [0.00| 0.01 | 0.28
15 MBM-01/15 | 14.00| 15.00 | 1.00 |10.51| 0.02 | 34.30 | 31.26 | 5.78 | 0.08 |0.01| 0.01 | 0.30
16 MBM-01/16 | 15.00( 16.00 | 1.00 | 11.02| 0.02 | 33.68 | 30.97 | 5.85 | 0.09 [0.00| 0.01 | 0.27
17 MBM-01/17 | 16.00| 17.00| 1.00 | 11.66] 0.02 | 33.04 | 30.53 | 5.98 | 0.11 [0.00( 0.01 | 0.26
18 MBM-01/18 | 17.00( 18.00 | 1.00 | 10.36| 0.02 | 33.82 | 31.03 | 6.08 | 0.10 [0.01] 0.01 | 0.25
19 MBM-01/19 | 18.00| 19.00 | 1.00 | 11.20] 0.02 | 33.50 | 30.86 | 6.21 | 0.10 [{0.01( 0.01 | 0.12
20 MBM-01/20 | 19.00( 20.00 | 1.00 | 10.12| 0.02 | 34.46 | 31.39 | 6.14 | 0.09 | 0.01| 0.01 |<0.01
21 MBM-02/1 | 0.00 | 1.00 1.00 |17.48| 0.08 | 34.16 | 22.85 | 3.56 | 0.15 | 0.02( 0.01 |<0.01
22 MBM-02/2 | 1.00 | 2.00 1.00 | 2530 0.05| 25,52 | 22.00 | 3.03 | 0.12 | 0.01| <0.01 | 0.15
23 MBM-02/3 | 2.00 | 3.00 1.00 | 20.47| 0.05| 24.33 | 25.60 | 6.77 | 0.14 1 0.01( 0.01 |<0.01
24 MBM-02/4 | 3.00 | 4.00 1.00 |14.47| 0.04 | 2042 | 33.68 | 7.92 | 0.15 | 0.01( 0.01 |<0.01
25 MBM-02/5 | 4.00 | 5.00 1.00 |16.37| 0.03 | 2291 | 30.97 | 6.35 | 0.16 | 0.01( 0.01 |<0.01
26 MBM-2 MBM-02/6 | 5.00 | 6.00 1.00 |23.01| 0.02 | 1464 | 3058 | 476 | 0.25 | 0.01( 0.01 |<0.01
27 MBM-02/7 | 6.00 | 7.00 1.00 [10.49| 0.02 | 34.67| 31.40 | 5.11 | 0.09 |0.01| 0.01 | 0.12
28 MBM-02/8 | 7.00 | 8.00 1.00 |23.66| 0.06 | 17.19| 28.40 | 5.62 | 0.23 | 0.01| 0.01 | 0.41
29 MBM-02/9 | 8.00 | 9.00 | 1.00 |17.06| 0.07 | 29.63 | 27.29 | 5.36 | 0.11 [ 0.01| <0.01 | 0.14
30 MBM-02/10 | 9.00 | 10.00 | 1.00 | 16.04| 0.07 | 30.14 | 2753 | 5.84 | 0.12 | 0.01| 0.01 |<0.01
31 MBM-02/11 | 10.00| 11.00| 1.00 | 16.48| 0.07 | 29.86 | 27.26 | 5.81 | 0.12 | 0.01| 0.01 | 0.14
32 MBM-02/12 | 11.00( 12.00 | 1.00 | 15.88| 0.09 | 30.40 | 27.66 | 592 | 0.11 [0.01]| 0.01 | 0.13
33 MBM-3/1 0.00 | 1.00 1.00 [20.75( 0.18 | 32.13 | 21.39 | 2.89 | 0.14 | 0.03| <0.01 | 0.10
34 MBM-3/2 1.00 | 2.00 1.00 | 27.06| 0.17 | 21.58 | 22.74 | 2.82 | 0.17 |1 0.02| <0.01 | 0.10
35 | MBM-3 | MBM-3/3 2.00 | 3.00 1.00 |15.34| 0.07 | 46.09 | 16.48 | 1.39 | 0.09 | 0.01| <0.01 | 0.04
36 MBM-3/4 3.00 | 4.00 1.00 9.29 | 0.07 | 53.44 | 17.81 | 1.27 | 0.04 [ 0.01| <0.01 | 0.03
37 MBM-3/5 4.00 | 5.00 1.00 [10.05| 0.07 | 51.89 | 17.67 | 1.32 | 0.04 |1 0.01| <0.01 | 0.03
38 MBM-4/1 0.00 | 1.00 1.00 [17.21| 0.08 | 27.86 | 25.85 | 4.05 | 0.12 1 0.02|( 0.01 | 0.11
39 MBM-4/2 1.00 | 2.00 1.00 [11.00| 0.04 | 31.23 | 28.82 | 482 | 0.09 | 0.01| 0.01 | 0.09
40 MBM-4/3 2.00 | 3.00 1.00 [13.79| 0.04 | 31.76 | 29.17 | 499 | 0.11 | 0.01| 0.01 | 0.09
41 MBM-4/4 3.00 | 4.00 1.00 | 24.47| 0.05| 2456 | 23.31 | 3.16 | 0.20 1 0.01| <0.01 | 0.11
42 MBM-4/5 4.00 | 5.00 1.00 [19.82| 0.18 | 26,51 | 24.79 | 3.75 | 0.12 | 0.01| 0.01 | 0.10
43 | MBM-4| MBM-4/6 5.00 | 6.00 1.00 [ 1890 0.09 | 26.80 | 25.93 | 441 | 0.12 1 0.02( 0.01 | 0.14
44 MBM-4/7 6.00 | 7.00 1.00 [20.13| 0.28 | 25.85| 25.18 | 3.59 | 0.12 1 0.02|( 0.01 | 0.12
45 MBM-4/8 7.00 | 8.00 1.00 [ 2205 1.25| 2452 | 24.34 | 3.61 | 0.13 | 0.02| <0.01 | 0.13
46 MBM-4/9 8.00 | 9.00 1.00 [19.20| 0.48 | 26.85 | 25.74 | 442 | 0.13 |1 0.02|( 0.01 | 0.12
47 MBM-4/10 | 9.00 | 10.00 | 1.00 |20.20| 0.11 | 27.10 | 25.67 | 451 | 0.19 | 0.01] 0.01 | 0.12
48 MBM-4/11 | 10.00| 11.00 | 1.00 |21.12| 0.38 | 26.33 | 25.05 | 4.74 | 0.26 | 0.02| 0.01 | 0.12
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Sr. BH.No Primary |[From| To | Thick.| Fe | Mn | SiO, | Al,O; | TiIO, | P,Os | S | Ga,03] V,0s
No. "7 | SampleNo. | (m) [ (m) (m) % % % % % % % % %
49 MBM-4/12 [ 11.00| 12.00| 1.00 | 19.47| 0.09 | 27.25 | 25.79 | 5.66 | 0.26 | 0.02| 0.01 | 0.12
50 MBM-4/13 |12.00| 13.00| 1.00 | 16.90|<0.01| 29.78 | 2747 | 3.71 | 0.18 | 0.01| 0.01 | 0.10
51 MBM-4/14 | 13.00( 14.00| 1.00 | 19.23| 0.10 | 27.90 | 25.78 | 3.81 | 0.15 | 0.01| 0.01 | 0.11
52 MBM-4/15 | 14.00| 15.00| 1.00 | 9.18 | 0.03 | 36.50 | 31.89 | 5.13 | 0.10 | 0.01| 0.01 | 0.10
53 | MBM-4 [ MBM-4/16 | 15.00| 16.00 | 1.00 | 17.34| 0.07 | 29.33 | 26.26 | 4.00 | 0.15 | 0.01| 0.01 | 0.12
54 MBM-4/17 |16.00| 17.00| 1.00 | 20.57| 0.22 | 25.73 | 2498 | 453 | 0.19 | 0.02| 0.01 | 0.12
55 MBM-4/18 | 17.00| 18.00| 1.00 | 28.63| 0.03 | 21.94 | 21.11 | 2.80 | 0.24 | 0.01| <0.01 | 0.12
56 MBM-4/19 |18.00] 19.00| 1.00 | 28.28| 0.07 | 22.76 | 22.04 | 2.83 | 0.17 | 0.01| <0.01 | 0.14
57 MBM-4/20 | 19.00| 20.00 | 1.00 |21.47| 0.06 | 24.78 | 23.69 | 3.79 | 0.16 | 0.01| <0.01 | 0.13
58 MBM-5/1 0.00 | 1.00 1.00 249 | 0.02 | 60.21 | 18.39 | 201 | 0.03 | 0.01| <0.01 | 0.05
59 MBM-5/2 | 1.00 | 2.00 | 1.00 | 9.67 | 0.22 | 53.45| 17.24 | 1.66 | 0.04 [0.01| <0.01 [ 0.05
60 MBM-5/3 2.00 | 3.00 1.00 923 | 0195278 | 17.15 | 1.58 | 0.03 [ 0.01| <0.01 | 0.05
61 MBM-5/4 3.00 | 4.00 100 [2295] 059 ] 39.00| 1251 | 1.03 | 0.06 |0.02| <0.01 | 0.03
62 MBM-5/5 4.00 | 5.00 100 [2217] 0.66 | 4042 | 1237 | 0.95 | 0.08 | 0.02| <0.01 | 0.03
63 MBM-5/6 5.00 | 6.00 100 [3278] 1.86| 28.37| 8.15 | 0.65| 0.12 |0.02| <0.01 | 0.02
64 MBM-5/7 6.00 | 7.00 100 [34.03] 092 27.13| 855 | 0.72| 0.13 [0.01| <0.01 | 0.02
65 MBM-5/8 7.00 | 8.00 100 [15.81] 031 | 47.18| 13.89 | 1.29 | 0.16 | 0.02| <0.01 | 0.04
66 MBM-5/9 8.00 | 9.00 100 [13.68] 049 | 46.72 | 16.39 | 1.29 | 0.07 | 0.02| <0.01 | 0.03
67 MBM-5 MBM-5/10 | 9.00 | 10.00 | 1.00 8.49 | 0.22 | 53.26 | 16.99 | 1.73 | 0.07 | 0.02| <0.01 | 0.04
68 MBM-5/11 |10.00] 11.00| 1.00 | 13.30| 0.17 | 50.54 | 1559 | 1.35 | 0.07 | 0.01| <0.01 | 0.04
69 MBM-5/12 |11.00] 12.00 | 1.00 |13.51] 0.17 | 50.43 | 15.20 | 1.49 | 0.09 [ 0.02| <0.01 | 0.05
70 MBM-5/13 |12.00| 13.00| 1.00 | 1256 0.23 | 53.24 | 1391 | 1.41 | 0.10 | 0.02| <0.01 | 0.05
71 MBM-5/14 |13.00] 1400 | 1.00 |1151] 0.14 | 49.34 | 15.16 | 2.15| 0.13 [ 0.02| <0.01 | 0.07
72 MBM-5/15 | 14.00| 15.00| 1.00 |12.37] 0.11 | 4539 | 1416 | 1.94 | 0.19 | 0.01| <0.01 | 0.07
73 MBM-5/16 | 15.00] 16.00 | 1.00 | 10.78| 0.07 | 45.32 | 14.92 | 2.31 | 0.18 [ 0.01| <0.01 | 0.07
74 MBM-5/17 |16.00| 17.00| 1.00 | 13.42] 0.20 | 44.65| 13.95 | 1.16 | 0.13 | 0.01| <0.01 | 0.04
75 MBM-5/18 | 17.00]| 18.00 | 1.00 | 13.24] 0.18 | 44.41 | 14.01 | 1.24 | 0.13 [ 0.01| <0.01 | 0.04
76 MBM-5/19 |18.00] 19.00| 1.00 |10.34] 0.16 | 50.44 | 14.19 | 1.37 | 0.12 | 0.01| <0.01 | 0.04
77 MBM-5/20 |19.00]| 20.00 | 1.00 | 14.19] 0.32 | 45.68 | 13.29 | 1.23 | 0.12 [ 0.01| <0.01 | 0.04




