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1 MBMTR-1 0.00 10.00 10.00 9.09 20.30 249.36 BDL 51.90 114.19

2 MBMTR-2 11.00 20.00 10.00 BDL 0.74 230.84 BDL BDL 42.02

3 MBM-2 MBMTR-3 0.00 12.00 12.00 BDL 1.24 155.54 BDL BDL 61.20

4 MBM-3 MBMTR-4 0.00 5.00 5.00 BDL BDL 241.95 BDL BDL 14.16

5 MBMTR-5 0.00 10.00 10.00 BDL BDL 197.51 BDL BDL 46.13

6 MBMTR-6 11.00 20.00 10.00 BDL BDL 420.96 BDL BDL 58.92

7 MBMTR-7 0.00 10.00 10.00 BDL BDL 729.60 BDL BDL 2.74

8 MBMTR-8 11.00 20.00 10.00 BDL BDL 455.52 BDL BDL 5.48
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MBM-4

MBM-5

Statement showing Primary Sample Analysis for Platinum Group of Elements (PGE) of 

composite (borehole core) samples of Majhauli (G-3) Block for Iron and Bauxite, 

District - Jabalpur, Madhya Pradesh


