
ANNEXURE II-A/1

Au (PPM)

LONGITUDE LATITUDE (DL= 0.01 PPM)

1 MKBCHG01 596873 1473488 Amphibolite <0.01
2 MKBCHG02 596873 1473488 Amphibolite 0.03

3 MKBCHG03 596892 1473496 Amphibolite 0.02
4 MKBCHG04 596930 1473478 Amphibolite <0.01

5 MKBCHG05A 596012 1473259 Amphibolite <0.01
6 MKBCHG05B 596012 1473259 Amphibolite 0.01

7 MKBCHG06 587816 1469083 Conglomerate Quartz (QPC) 0.05
8 MKBCHG07 589465 1469442 Conglomerate Quartz (QPC) 0.03

9 MKBCHG08 588268 1469070 Conglomerate Quartz (QPC) 0.03
10 MKBCHG09A 587297 1469115 Conglomerate Quartz (QPC) 0.02

11 MKBCHG09B 587297 1469115 Conglomerate Quartz (QPC) 0.03
12 MKBCHG10 589090 1469100 Conglomerate Quartz (QPC) 0.03

13 MKBCHG11A 589767 1469100 Conglomerate Quartz (QPC) 0.01
14 MKBCHG11B 589767 1469100 Conglomerate Quartz (QPC) 0.06

15 MKBCHG11C 589767 1469100 Conglomerate Quartz (QPC) 0.06

Statement Showing Primary sample Analysis of Channel samples for Au in 
Kalasapura Block, Chikkamagaluru District, Karnataka
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