
Sr.No. Bh.Id. From To Thickness Total Thickness Borehole Wise
1.00 2.00 1.00

2.00 2.86 0.86

4.50 4.84 0.34

7.00 7.30 0.30

7.47 8.28 0.81

9.00 10.00 1.00

10.00 11.00 1.00

11.00 12.00 1.00

12.00 13.00 1.00

13.00 14.00 1.00

14.00 15.00 1.00

5.00 6.00 1.00

7.00 8.00 1.00

9.00 10.00 1.00

10.00 11.00 1.00

11.00 12.00 1.00

4.00 5.00 1.00

5.00 6.00 1.00

6.00 7.00 1.00

7.00 8.00 1.00

8.00 9.00 1.00

9.00 10.00 1.00

10.00 11.00 1.00

8.00 9.00 1.00

13.00 14.00 1.00

14.00 15.00 1.00

3.00 4.00 1.00

4.00 5.00 1.00

10.00 11.00 1.00

11.00 12.00 1.00

9.00 10.00 1.00

10.00 11.00 1.00

6.00 7.00 1.00

7.00 8.00 1.00

8.00 9.00 1.00

12.00 13.00 1.00

6.00 7.00 1.00

7.00 8.00 1.00

6.00 7.00 1.00

7.00 8.00 1.00

8.00 9.00 1.00

10.00 11.00 1.00

ANNEXURE-4

JODHPUR-SATAPAR BLOCK

INDIVIDUAL BED THICKNESS (m) For Laterite
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Sr.No. Bh.Id. From To Thickness Total Thickness Borehole Wise

1 JS-11 1.78 2.77 0.99 0.99

0.26 1.00 0.74

1.00 2.00 1.00

2.00 3.00 1.00

3 JS-4 0.24 1.00 0.76 0.76

1.00 2.00 1.00

5.00 6.00 1.00

0.30 1.00 0.70

1.00 2.00 1.00

2.26 3.00 0.74

4.00 4.40 0.40

14.00 15.00 1.00

0.22 1.00 0.78

1.00 1.69 0.69

2.28 2.78 0.50

7 JS-9 0.38 1.27 0.89 0.89

Sr.No. Bh.Id. From To Thickness Total Thickness Borehole Wise

1.00 2.00 1.00

2.00 3.00 1.00

13.00 14.00 1.00

14.00 15.00 1.00

2 JS-11 14.00 15.00 1.00 1.00

1.00 2.00 1.00

2.00 3.00 1.00

4 JS-6 13.00 14.00 1.00 1.00

0.50 1.25 0.75

1.25 2.00 0.75

0.50 1.00 0.50

1.50 2.00 0.50

JODHPUR-SATAPAR BLOCK

INDIVIDUAL BED THICKNESS (m) For Cement Grade Limestone
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JS-32
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JODHPUR-SATAPAR BLOCK

INDIVIDUAL BED THICKNESS (m) For Blendable Grade Limestone
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JS-101
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Sr.No. Bh.Id. From To Thickness Total Thickness Borehole Wise

1 JS-10 0.50 1.00 0.50 0.50

2 JS-11 13.00 14.00 1.00 1.00

9.00 10.00 1.00

10.00 11.00 1.00

11.00 12.00 1.00

4 JS-4 11.00 12.00 1.00 1.00

6.00 7.00 1.00

8.00 9.00 1.00

6 JS-2 13.00 14.00 1.00 1.00

7 JS-6 14.00 15.00 1.00 1.00

13.00 14.00 1.00

14.00 15.00 1.00

9 JS-9 14.00 15.00 1.00 1.00

12.00 13.00 1.00

13.00 14.00 1.00

14.00 15.00 1.00

JODHPUR-SATAPAR BLOCK

INDIVIDUAL BED THICKNESS (m) For Marl
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