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C/S/23-24/1902

C/S/23-24/1903

C/S/23-24/1904

C/S/23-24/1905

C/S/23-24/1906

C/S/23-24/1907

9.35

7.38

19.26

31.77

22.52

46.94

45.71

42.82

45.4

49.42

40.7

5.02

3.48

8.49

13.22

9.34

19.38

18.35

17.5

18.94

19.22

19.02

3.19

5.74

10.66

11.27

12.13

15.27

15.68

11.98

12.35

11.57

15.57

0.36

0.35

0.76

1.1

0.84

1.81

1.69

1.51

1.53

1.19

1.19

43.84

44.42

30.36

18.86

26.64

2.68

4.29

7.92

3.84

2.54

4.92

0.91

0.62

1.15

1.32

1.26

1.5

1.49

1.52

1.53

1.43

1.48

0.19

0.09
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0.22

0.38
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0.44

0.49

0.54

0.62

0.26

0.75

1.3

1.08

1.61

1.65
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2.44
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Lithological Index

Soil
Sludge
Clay
Laterite
Limestone (Blendable Grade)
Cement Grade Limestone
Marl
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4.09

0.769

0.851

0.714

0.727
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0.741

0.8

0.769

0.69

0.69

0.769

From Litholog To Lab Ref. No. SiO2 Al2O3 Fe2O3 TiO2 CaO MgO Na2O K2O SO3

BH ID:JS-1 E-69°16'37.80''
N-21°58'25.60''

RL (m)-29LOI

GRAPHIC LITHOLOG OF THE
JODHPUR-SATAPAR BLOCK, DEVBHUMI DWARKA

Borehole Closed at (m)-15
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C/S/23-24/1839
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C/S/23-24/1841

C/S/23-24/1842

C/S/23-24/1843

C/S/23-24/1844

C/S/23-24/1845

C/S/23-24/1846

C/S/23-24/1847

C/S/23-24/1848

C/S/23-24/1849

C/S/23-24/1850

C/S/23-24/1851

C/S/23-24/1852

C/S/23-24/1853

19.6

13.49

11.51

30.01

38.1

50.81

56.51

53.98

53.33

51.86

54.55

52.41

41.23

15.76

14.13

15.93

6.45

5.63

12.75

17.94

20.01

18.95

20.03

18.18

20.26

20.44

22.13

18.91

6.42

5.99

6.38

6.93

8.55

9.03

11.67

13.64

10.6

10.26

11.84

8.64

7.04

6.64

8.91

3.89

4.21

0.74

0.63

0.51

1.03

1.52

1.63

1.59

1.59

1.43

1.48

1.56

1.68

1.37

0.63

0.49

20.86

38.78

38.37

13.25

12.92

2.22

1.03

1.35

1.45

1.7

1.25

1.21

9.86

39.65

39.38

0.22

0.68

0.71

1.2

1.7

1.57

1.36

1.32

1.25

1.26

1.38

1.4

1.21

1.01

0.99
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0.46

0.68

0.86
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0.88

0.84

0.91

0.94
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0.21
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0.47

1.37

1.88
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1.87
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0.9

0.86

Lithological Index

Soil
Sludge
Clay
Laterite
Limestone (Blendable Grade)
Cement Grade Limestone
Marl
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0.2
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0.93
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0.741

0.8

0.952

0.833

0.833

0.784

0.784

0.833

0.741

0.833

0.678

0.69

From Litholog To Lab Ref. No. SiO2 Al2O3 Fe2O3 TiO2 CaO MgO Na2O K2O SO3

BH ID:JS-10 E-69°17'32.90''
N-21°57'08.90''

RL (m)-22LOI

GRAPHIC LITHOLOG OF THE
JODHPUR-SATAPAR BLOCK, DEVBHUMI DWARKA

Borehole Closed at (m)-15
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49.63
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1.72

1.61

1.36
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43.04

5.71
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1.48

1.27
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1.37

1.35

4.84

5.38

18.55

20.83

36.31
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1.82

1.42
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Lithological Index

Soil
Sludge
Clay
Laterite
Limestone (Blendable Grade)
Cement Grade Limestone
Marl
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0.13

0.11

0.28

0.25

1.14

0.86

1.29
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0.13

0.23

0.1

0.11
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0.87

0.769

0.8

0.741

0.755

0.769

0.769

0.741

0.714

0.69

0.667

0.667

From Litholog To Lab Ref. No. SiO2 Al2O3 Fe2O3 TiO2 CaO MgO Na2O K2O SO3

BH ID:JS-11 E-69°18'00.80''
N-21°57'08.90''

RL (m)-35LOI

GRAPHIC LITHOLOG OF THE
JODHPUR-SATAPAR BLOCK, DEVBHUMI DWARKA

Borehole Closed at (m)-15
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42.31

52.18
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53.4
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39.52

24.1
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2.7

3.96

3.52

5.22
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18.79
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16.62

16.7

22.61

20.99

16.91
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5.19
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5.67

6.67

16.76

15.34
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8.02

8.25
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0.29
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1.47
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1.72

1.66

0.86
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1.46
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0.41

45.96
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44.56

40.84

8.29

1.31
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3.3

2.54

1.31
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12.39

28.34

42.39
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0.53
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1.43

1.41

1.35
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1.18
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1.08

0.87

0.64
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0.13
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Lithological Index
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Cement Grade Limestone
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0.851
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0.909
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0.769

0.645
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0.741
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From Litholog To Lab Ref. No. SiO2 Al2O3 Fe2O3 TiO2 CaO MgO Na2O K2O SO3

BH ID:JS-2 E-69°16'37.50''
N-21°58'00.60''

RL (m)-28LOI

GRAPHIC LITHOLOG OF THE
JODHPUR-SATAPAR BLOCK, DEVBHUMI DWARKA

Borehole Closed at (m)-15
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9

9.74

13.5

53.13

52.6

55.87

56.76

52.78

55.33

26.45

29.03

33.77

35.79

49.85

50.01

4.93

5.22

6.16

14.64

15.57

17.85

18.19

19.85

20.35

10.43

10.85

13.2

14.38

23.01

24.06

5.41

5.02

5.85

9.41

8.75

11.33

10.89

10.56

9.92

4.6

5.57

8.3

7.35

10.39

9.58

0.41

0.42

0.57

1.68

1.61

1.73

1.63

1.82

1.86

0.81

0.82

1

1.05

1.44

1.3

40.59

42.03

42.14

8.57

8.53

2.25

2.15

2.93

1.45

28.04

26.23

20.97

17.57

1.53

1

0.76

0.84

0.89

1.28

1.36

1.37

1.39

1.4

1.41

1.11

1.4

1.28

1.26

1.27

1.2

0.19

0.26

0.31
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0.85

0.99

1.09

1.09

0.71

0.73

0.76
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1.58

1.65
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Lithological Index

Soil
Sludge
Clay
Laterite
Limestone (Blendable Grade)
Cement Grade Limestone
Marl
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0.05
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0.14

0

0.21

0

0
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0.18

0.28

0.2

0.19
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0.8

0.87

0.889

0.909

0.889

0.909

0.8

0.833

0.667

0.69

0.702

0.678

0.678

0.727

From Litholog To Lab Ref. No. SiO2 Al2O3 Fe2O3 TiO2 CaO MgO Na2O K2O SO3

BH ID:JS-3 E-69°17'05.00''
N-21°58'01.00''

RL (m)-25LOI

GRAPHIC LITHOLOG OF THE
JODHPUR-SATAPAR BLOCK, DEVBHUMI DWARKA

Borehole Closed at (m)-15
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C/S/23-24/1883

C/S/23-24/1884

C/S/23-24/1885

C/S/23-24/1886

C/S/23-24/1887
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C/S/23-24/1891

C/S/23-24/1892

C/S/23-24/1893

C/S/23-24/1894

C/S/23-24/1895

C/S/23-24/1896

8.64

9.41

11.45

47.54

51.15

51.65

44.41

43.35

33.82

35.46

35.33

28.86

39.37

33.9

34.01

4.87

5.73

5.42

20.03

20.05

19.7

19.01

18.31

14.14

14.78

13.99

11.47

16.14

12.18

12.47

5.03

8.19

8.24

14.25

13.94

12.8

15.72

16.5

33.69

33.57

32.29

12.29

20.38

10.08

8.87

0.34

0.48

0.5

1.93

2.17

1.7

1.44

1.48

1.08

0.82

0.88

0.8

1.41

0.99

1

42.03

39.31

39.04

3.09

1.1

1.81

3.69

4.18

1.29

0.6

2.75

20.38

6.39

18.71

19.58

0.63

0.78

0.72

1.55

1.48

1.67

1.63

1.59

1.46

1.37

1.52

1.43

1.48

1.46

1.41

0.17

0.22

0.14

0.46

0.5

0.55

0.67

0.75

0.64

0.54

0.52

0.43

0.44

0.39

0.44

0.38

0.32

0.37

1.63

1.52

1.84

1.72

1.72

1.37

1.71

1.76

1.56

1.66

1.78

1.88

Lithological Index

Soil
Sludge
Clay
Laterite
Limestone (Blendable Grade)
Cement Grade Limestone
Marl

0.08

0.09

0.05

0.04

0.06

0.07

0.76

1.19

1.53

0.69

0.29

0.21

0.31

0.17

0.14

0.851

0.889

0.952

0.714

0.87

0.833

0.87

0.755

0.769

0.755

0.727

0.678

0.741

0.69

0.69

From Litholog To Lab Ref. No. SiO2 Al2O3 Fe2O3 TiO2 CaO MgO Na2O K2O SO3

BH ID:JS-4 E-69°17'33.10''
N-21°58'00.9''

RL (m)-32LOI

GRAPHIC LITHOLOG OF THE
JODHPUR-SATAPAR BLOCK, DEVBHUMI DWARKA

Borehole Closed at (m)-15
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10.53

18.9

41.86

46.89

58

54.05

46.76

50.89

50.34

38.07

51.29

50.69

55.92

26.99

23.52

5.24

8.51

16.72

16.6

17.9

18.4

22.55

20.13

20.55

16.12

19.89

19.14

20.12

10.51

9.23

8.6

7.99

13.99

14.64

10.78

11.92

14.11

11.93

12.86

28.24

8.94

9.68

8.4

5.68

4.93

0.46

0.88

1.62

1.49

1.42

1.51

1.84

1.68

1.52

0.89

1.23

1.28

1.42

0.92

0.77

39.83

35.53

9.44

6.01

1.06

2.26

1.04
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1.25

1.12

2.34

2.62

1.49

27.31
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1.39
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0.5

0.5

0.53

0.48

0.46

0.51

0.35
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0.44

0.83
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1.8

2.04

1.96

1.99

1.86

1.87

1.54
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Lithological Index

Soil
Sludge
Clay
Laterite
Limestone (Blendable Grade)
Cement Grade Limestone
Marl
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0.19

0.1

0.11

0.1

0

0.38

0.62

0.48

0.81

2.92

3.08

0

1.28

1.54

0.833

0.769

0.769

0.741

0.816

0.784

0.727

0.714

0.755

0.755

0.714

0.678

0.656

0.635

0.635

From Litholog To Lab Ref. No. SiO2 Al2O3 Fe2O3 TiO2 CaO MgO Na2O K2O SO3

BH ID:JS-5 E-69°18'01.00''
N-21°58'01.00''

RL (m)-32LOI

GRAPHIC LITHOLOG OF THE
JODHPUR-SATAPAR BLOCK, DEVBHUMI DWARKA

Borehole Closed at (m)-15
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0.22

1

1.69

2

2.28

2.78

3

4

5

5.5
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6

7

8

9

10

11

12

13

14

15

C/S/23-24/1922

C/S/23-24/1923

C/S/23-24/1924

C/S/23-24/1925

C/S/23-24/1926

C/S/23-24/1927

C/S/23-24/1928

C/S/23-24/1929

C/S/23-24/1930

C/S/23-24/1931

C/S/23-24/1932

C/S/23-24/1933

7.79

9.34

5.73

45.59

49.86

50.21

54.62

54.96

52.6

40.18

16.63

29.05

4.44

4.84

3.29

16.37

19.35

19.92

20.13

20.46

19.99

17.2

7.51

12.37

5.71

3.81

3.27

11.94

15.25

12.19

9.31

9.39

8.47

15.29

3.28

6.71

0.33

0.37

0.25

1.74

1.74

1.63

1.64

1.65

1.49

1.46

0.54

0.92

43.85

43.91

47.45

9.55

1.48

1.86

1.5

0.82

2.38

8.53

37.6

23.77

0.77

0.89

0.71

1.38

1.41

1.29

1.38

1.35

1.47

1.24

0.82

1.44

0.15

0.1

0.05

0.4

0.4

0.55

0.38

0.41

0.52

0.42

0.21

0.29

0.45

0.66

0.39

1.74

1.93

2.03

2.21

2.42

2.23

1.74

0.9

1.84

Lithological Index

Soil
Sludge
Clay
Laterite
Limestone (Blendable Grade)
Cement Grade Limestone
Marl

0

0.06

0.05

0.08

0.09

1.64

0.2

0.11

0.73

0.25

0.1

0.12

0.833

0.769

0.87

0.8

0.769

0.8

0.69

0.667

0.69

0.714

0.69

0.645

From Litholog To Lab Ref. No. SiO2 Al2O3 Fe2O3 TiO2 CaO MgO Na2O K2O SO3

BH ID:JS-6 E-69°16'38.50''
N-21°57'34.40''

RL (m)-42LOI

GRAPHIC LITHOLOG OF THE
JODHPUR-SATAPAR BLOCK, DEVBHUMI DWARKA

Borehole Closed at (m)-15
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9
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14

15

C/S/23-24/1964

C/S/23-24/1965

C/S/23-24/1966

C/S/23-24/1967

C/S/23-24/1968

C/S/23-24/1969

C/S/23-24/1970

C/S/23-24/1971

C/S/23-24/1972

C/S/23-24/1973

C/S/23-24/1974

C/S/23-24/1975

C/S/23-24/1976

C/S/23-24/1977

C/S/23-24/1978

13.37

10.76

54.28

52.58

51.98

43.85

49.72

52.69

52.74

35.81

50.21

44.35

18.99

22.37

27.51

5.79

5.24

17.38

19.38

19.24

17.48

21.94

22.61

21.55

16.39

21.32

19.16

8.81

9.25

11.49

8.23

8.86

11.72

10.65

12.67

21.8

12.56

6.74

9.56

7.64

11.76

7.21

3.29

6.87

7.99

0.54

0.41

1.85

1.84

1.7

1.41

1.87

1.32

1.35

1.06

1.28

1.17

0.57

0.74

0.92

36.67

38.46

2.8

2.41

1.26

1.32

1.19

0.82

1.03

16.12

1.29

9.47

33.45

28.51

23.1

1.43

0.78

1.46

1.41

1.32

1.34

1.51

1.15

1.19

1.36

1.34

1.22

0.99

2.46

2.4

0.29

0.17

0.47

0.5

0.58

0.59

0.54

0.54

0.6

0.51

0.57

0.5

0.62

0.57

0.58

0.68

0.41

1.89

1.91

1.81

1.53

2.13

2.88

2.47

2.25

2.18

2.33

1.03

1.35

1.72

Lithological Index

Soil
Sludge
Clay
Laterite
Limestone (Blendable Grade)
Cement Grade Limestone
Marl

0.12

0.07

0.16

0.19

0.61

0.57

0.17

0.33

0.14

0.13

0

0.45

0.16

0.16

0.15

0.8

0.833

0.8

0.8

0.8

0.784

0.769

0.667

0.678

0.656

0.678

0.727

0.678

0.606

0.606

From Litholog To Lab Ref. No. SiO2 Al2O3 Fe2O3 TiO2 CaO MgO Na2O K2O SO3

BH ID:JS-7 E-69°17'04.90''
N-21°57'35.10''

RL (m)-28LOI

GRAPHIC LITHOLOG OF THE
JODHPUR-SATAPAR BLOCK, DEVBHUMI DWARKA

Borehole Closed at (m)-15
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C/S/23-24/1829

C/S/23-24/1830

C/S/23-24/1831

C/S/23-24/1832

C/S/23-24/1833

C/S/23-24/1834

C/S/23-24/1835

C/S/23-24/1836

C/S/23-24/1837

C/S/23-24/1838

13.57

17.69

13.75

18.47

26.3

32.58

33.72

36.54

34.87

32.44

34.95

26.31

28.92

27.94

27.06

26.93

31.02

31.55

32.43

30.61

29.78

31.77

2.68

22.96

24.71

11.61

26.9

19.48

19.43

16.18

19.13

19.52

17.57

2.5

2.06

2.38

2.17

1.43

1.31

1.5

1.4

1.56

1.3

1.55

21.75

7.74

7.52

13.23

3.79

1.95

0.78

0.38

0.28

2.12

0.72

0.23

0.1

0.12

0.23

0.14

0.12
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0.14
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0.14
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0.13

0.1

0.11

0.11
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0.12

0.13

0.26

0.09
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0.2

0.03

0.03

0.02

0.02

0.02
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0.02

Lithological Index

Soil
Sludge
Clay
Laterite
Limestone (Blendable Grade)
Cement Grade Limestone
Marl

0.06

0.06

0.05

0.06

0.05

0.04

0

0.03

0.02

0.03

0

0.8

0.727

0.769

0.755

0.625

0.519

0.533

0.533

0.548

0.588

0.556

From Litholog To Lab Ref. No. SiO2 Al2O3 Fe2O3 TiO2 CaO MgO Na2O K2O SO3

BH ID:JS-8 E-69°17'32.20''
N-21°57'34.70''

RL (m)-37LOI

GRAPHIC LITHOLOG OF THE
JODHPUR-SATAPAR BLOCK, DEVBHUMI DWARKA

Borehole Closed at (m)-15
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C/S/23-24/1949

C/S/23-24/1950

C/S/23-24/1951

C/S/23-24/1952

C/S/23-24/1953

C/S/23-24/1954

C/S/23-24/1955

C/S/23-24/1956

C/S/23-24/1957

C/S/23-24/1958

C/S/23-24/1959

C/S/23-24/1960

C/S/23-24/1961

C/S/23-24/1962

C/S/23-24/1963

5.17

47.26

45.37

57.97

57.12

52.42

48.15

48.87

41.32

32.94

29.17

37.19

39.63

40.72

27.46

2.35

19

17.19

18.86

17.55

19.49

21.75

20.87

16.96

14.71

14.21

14.3

14.86

14.21

10.62

7.49

12.45

16.94

9.68

11.28

12.36

11.95

10.77

16.24

16.47

14.24

8.6

8.6

7.84

7.28

0.26

1.57

1.56

1.45

1.5

1.75

1.29

1.32

1.08

0.84

0.75

1.04

1.07

1.02

0.82

44.89

4.07

4.56

1.22

1.4

0.91

1.05

0.78

3.34

9.48

16.38

15.56

14.26

14.25

25.08

0.51

1.39

1.34

1.3

1.32

1.4

1.46

1.51

1.36

1.35

1.63

1.7

1.72

1.84

1.59

0.12

0.87

0.95

1.02

0.95

1.1

1.06

1.1

1.05

0.99

0.86

0.82

0.92

0.98

0.74

0.2

1.57

1.42

1.78

1.79

1.86

1.84

2.29

2.16

1.93

1.95

2.47

2.46

2.48
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Lithological Index

Soil
Sludge
Clay
Laterite
Limestone (Blendable Grade)
Cement Grade Limestone
Marl

0.14

1.08

1.08

0.4

0

0.44

1.18

1.86

4.55

6.25

0.98

0.29

0

0.2

0.26

0.909

0.816

0.93

0.952

0.952

0.87

0.769

0.8

0.755

0.702

0.625

0.667

0.69

0.635

0.645

From Litholog To Lab Ref. No. SiO2 Al2O3 Fe2O3 TiO2 CaO MgO Na2O K2O SO3

BH ID:JS-9 E-69°18'01.20''
N-21°57'34.70''

RL (m)-37LOI

GRAPHIC LITHOLOG OF THE
JODHPUR-SATAPAR BLOCK, DEVBHUMI DWARKA

Borehole Closed at (m)-15


