
ANNEXURE IX-A-2/1

CaO

%

MgO

%

SiO₂

%

KML-01 S6-S6' 7401.49 860.00 6365277.27 17122595.86 13698076.69 48.28 0.41 12.90

KML-02 S7-S7' 3792.04 860.00 3261155.95 8772509.5 7018007.6 48.32 0.32 14.09

25895105.36 20716084.29

25.90 20.72

CaO

%

MgO

%

SiO₂

%

KML-04 S4-S4' 2009.81 884.95 1778578.26 4784375.525 3827500.42 48.60 0.31 12.71

MKML-08 S5-S5' 1084.29 800.00 867430.24 2333387.346 1866709.876 46.63 0.40 14.38

KML-01 S6-S6' 2544.649 860.00 2188398.05 5886790.765 4709432.612 47.54 0.45 14.28

KML-02 S7-S7' 1954.74 860.00 1681078.46 4522101.068 3617680.855 47.26 0.47 14.64

17526654.70 14021323.76

17.53 14.02

CaO

%

MgO

%

SiO₂

%

MKML-11 S3-S3' 387.02 514.42 199090.47 535553.3597 428442.6878 47.85 0.18 11.84

KML-04 S4-S4' 4744.81 884.95 4198922.62 11295101.84 9036081.475 48.60 0.31 12.71

MKML-08 S5-S5' 615.15 800.00 492121.04 1323805.598 1059044.478 49.52 0.35 11.39

13154460.80 10523568.64

13.15 10.52

CaO

%

MgO

%

SiO₂

%

56576220.87 45260976.69

56.58 45.26

Resources in tonnes
48.17 0.37 13.33

Resources in Million Tonnes

Summary Statement Statement showing section wise, borehole wise Reconnaissance category of resource (334) of  Cement (Portland) 

Grade Limestone for Zone I, II & III,  Estimated by Cross Sectional method, Malkhed 2 South (G-3) block, Kalaburagi Dist, 

Karnataka

Resource details

Gross Geological

Resources 

(tonnes)

Net Geological

 Resources

(tonnes)

Average Quality

Resources in tonnes
48.66 0.31 12.54

Resources in Million Tonnes

Statement showing section wise, borehole wise Reconnaissance category of resource (334) of  Cement (Portland) Grade 

Limestone for Zone III Estimated by Cross Sectional method, Malkhed 2 South (G-3) block,                                     

Kalaburagi Dist, Karnataka
Bulk Density: 2.69

BH No.
Section

 Line

Area 

(m
2
)

Section 

Influence 

(m)

Volume 

(m
3
)

Gross Geological

Resources 

(tonnes)

Net Geological

 Resources

(tonnes)

Average Quality

Resources in tonnes
47.64 0.41 13.96

Resources in Million Tonnes

Resources in tonnes
48.29 0.38 13.30

Resources in Million Tonnes

Statement showing section wise, borehole wise Reconnaissance category of resource (334) of Cement (Portland)  Grade 

Limestone for Zone II Estimated by Cross Sectional method, Malkhed 2 South (G-3) block,                               Kalaburagi 

Dist, Karnataka

Bulk Density: 2.69
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Section 

Influence 

(m)
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3
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Gross Geological

Resources 

(tonnes)

Net Geological

 Resources

(tonnes)

Average Quality

Statement showing section wise, borehole wise Reconnaissance category of resource (334) of Cement (Portland)  Grade 

Limestone for Zone I Estimated by Cross Sectional method, Malkhed 2 South (G-3) block,                                                     

Kalaburagi Dist, Karnataka

Average Quality

Bulk Density: 2.69
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Net Geological
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