
ANNEXURE-VI/1

Sl.No. BH.No From (m) To (m) Sample No. Bulk Density (gm/cc)

1 MHG-02 22.65 22.84 HG-BD-01 2.84

2 MHG-06 15.00 15.19 HG-BD-02 2.84

2.84 gm/ccAverage Bulk Density

BULK DENSITY STUDY FOR SAMPLES COLLECTED IN 
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