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MHG-04

RL - 225.75m
P4 (1052484.3699)

NZ
NZ

MHG-05

RL - 224.44m
P5 (1157506.1162)

Th 36.00, CaO 32.83 %, MgO 19.28 %, Al203 0.19 %, SiO2 1.39 %, Fe203 0.13 %, LOI 45.89 %
NZ

MHG-03

RL - 215.76m
P6 (918336.1247)

Th 50.00, CaO 32.36 %, MgO 18.96 %, Al203 0.57 %, SiO2 1.16 %, Fe203 0.2 %, LOI 46.31 %
NZ

-
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MHG-3

RL - 215.76m

P1 (527659.9480)

Th 4.00, CaO 31.45 %, MgO 16.13 %, Al203 1.68 %,
SiO2 6.44 %, Fe203 0.5 %, LOI 43.05 %

Th 36.00, CaO 32.83 %, MgO 19.28 %, Al203 0.19 %,

Si02 1.39 %, Fe203 0.13 %, LOI 45.89 %

NZ
NZ

Drilled Borehole with
No. & RL

Block Boundary of
Hiwardhana Ganespur
Block with corner
points

Polygon no. with area
in sq.m

Beneficial grade Dolomite

SMS (LD) grade Dolomite

No-Zone Demarcated

277000 278200

B
.

MHG-01

RL -215.58m
P1(527659.9480)
NZ

Th 8.00, CaO 32.04 %, MgO 15.65 %, Al203 1.37 %,
Si02 5.73 %, Fe203 0.51 %, LO1 44.12 % C

277400 277800

Th 3.70, CaO 31.79 %, MgO 15.7 %, Al203 1.37 %,
Si02 5.24 %, Fe203 0.62 %, LOI 44.7 %

Th 12.00, CaO 31.9 %, MgO 16.42 %, Al203 1.42 %,
S Si02 4.98 %, Fe203 0.42 %. LOI 44.28 %

MHG-06

RL - 228.95m
P2 (848036.8653)

wE

Th 3.50, CaO 30.57 %, MgO 16.88 %, Al203 1.43 %, SiO2 6.68 %, Fe203 0.52 %, LOI 43.43 %
Th 14.00, CaO 30.31 %, MgO 17.71 %, Al203 1.47 %, SiO2 5.81 %, Fe203 0.39 %, LOI 43.53 %

-
/

\

\

MHG-02

RL - 223.92m
P3 (985810.0854)

NZ
Th 4.00, CaO 31.45 %, MgO 16.13 %, Al203 1.68 %, SiO2 6.44 %, Fe203 0.5 %, LOI 43.05 %

Th 2.00, Ca0 29.92 %, MgO 18.66 %, Al203 0.88 %, SiO2 3.67 %, Fe203 0.3 %, LOI 46.08 %
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