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MHG-03 0.00 50.00 50 32.4 18.96 0.57 1.16 0.2 0.04 0.09 0.09 0.06 46.3 SMS (LD)

MHG-05 14.00 50.00 36 32.8 19.28 0.19 1.39 0.13 0.02 0.04 0.02 0.04 45.9 SMS (LD)
SMS (LD)- Steel Melting Shop (Linz-Donawitz)

SMS (LD) grade of dolomite demarcated as per IBM grade classification for 
entire primary sample analysis of exploratory boreholes drilled in Hiwardhara-Ganeshpura Block, 

District: Yavatmal, Maharashtra


